
Requirements Unit Specification

Specific Gravity Gr�cm3 Min 4.20

Soluble alkaline earth metals as calcium ppm Max 250

Residue on ASTM sieve NO 200 W.1% Max 3

Less than 6um W.t% Max 30

Barite Powder - API Standard
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