
Description Of Index Spec.
Mass fraction of sulfur,%, :not less than 99.91

Mass fraction of ash,%,not less than 0.008
Mass fraction of organic compounds,%,not more than 0.008

Mass fraction of acids converted to sulfuric acid,%,not more than 0.0015

Mass fraction of moisture ,%,not more than 0.1

Presence of mechanical impurities Absent

Color Bright Yellow
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